Series 738

Transition for CPVC/HDPE

THE ULTIMATE JOINING SYSTEM®

Materials

CPVC

CPVC Insert

Stainless Steel Ring

HDPE Pipe

Fully Pressure Rated
Nominal | PVCO.D. | PVCLD. Est. LD. Est. LD. HDPE LD. HDPE HDPE PVC Exposed Total
Size A B Pressed SDR 9 Pressed SDR9 LD. 0.D. Length HDPE Length
(In.) C SDR 11 D SDR 11 E F Length H
o D G
0.75 1.53 1.058 0.65 0.68 0.807 0.851 1.05 2.5 ~7 ~9.5
1 2 1.31 0.81 0.86 1.003 1.051 1.315 3 ~6.25 ~9.25
1.25 2.375 1.65 1.08 1.15 1.27 1.34 1.66 4.5 ~5.75 ~10.25
1.5 2.375 1.91 1.15 1.26 1.453 1.533 1.9 4.5 ~5.75 ~10.25
2 3.025 2.375 1.54 1.64 1.815 1.917 2.375 5.75 ~5.5 ~11.25
3 4.3 3.5 2.48 2.63 2.675 2.836 3.5 6.5 ~4.5 ~11
4 5.56 4.5 3.17 3.36 3.44 3.633 4.5 6.5 ~8.5 ~15
6 8 6.625 4.5 4.8 5.07 5.35 6.625 12 ~18 ~30
8 10 8.625 6 6.3 6.59 6.96 8.625 12 ~18 ~30
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