
 

 

 

 

 

 

 

 

 

 

Nominal 
Size  
(In.) 

Barb 
Maximum 

O.D.  
A 

Pressed 
SDR7 PE or 

Min I.D.  
B 

Exposed SDR7 
PE Pipe I.D.  

C 

Exposed PE 
Pipe O.D.  

D 

Coupling 
Length  

E 

Exposed PE 
Pipe Length  

F 

Total 
Length  

G 

Barb 
Length  

H 

0.75 0.84 0.55 0.73 1.05 2.5 7 9.5 ~1.25 

1 1.06 0.815 0.92 1.315 2.5 7 9.5 ~1.15 

1.25 1.31 ~1.07 1.158 1.66 3.25 6.375 9.625 ~1.15 

1.5 1.54 ~1.24 1.325 1.9 4 6.309 10.309 ~1.8 

2 2.1 ~1.53 1.656 2.375 4.75 6.06 10.81 ~1.7 

3 3.02 ~2.26 2.44 3.5 6.5 5.35 11.85 ~2.75 

4 4.02 ~2.90 3.137 4.5 7.5 9 16.5 ~3.6 

6 6.125 ~4.3 4.619 6.625 11.5 9.02 20.52 ~6.25 

8 8.05 ~5.5 6.013 8.625 12 11 23 ~6.3 

10 10 ~6.9 7.494 10.75 15 9.71 24.71 ~8 

 

 

 

 

 

 

 

 

 

Series 740 
The Hose Barb Transition 

Revision Date: 3-11-2021 
1101 McKinley Street – Anoka, MN 55303  (763) 786-6682 

Fax: (763) 786-2167     www.poly-cam.com 

 

  Available In: 

Carbon Steel Epoxy-Coated  

  304 Stainless Steel  

316 Stainless Steel 

  Standard SDR Sizes 7, 9, 11, 17 

  Import or Domestic 

  Fully Pressure Rated 
  

 


